
 

Certificate of Analysis 
                                    Osmium Sponge 
     Os = 99.95 % 

Blue-grey powder 

 

 

Symbol Element Symbol Element PPM Symbol Element PPM

Pt Platinum 0 Mg Magnesium 4 Zn Zinc 44

Rh Rhodium <1 Mn Manganese 5 Ca Calcium <1

W Tungsten <1 Si Silicon 0 Mo Molybdenium 4

Ni Nickel 25 Cr Chromium 19 S Sulfur <10

Fe Iron 111 As Arsenic <1 Ru Ruthenium <20

Pb Lead <10 Bi Bismuth <1 Na Sodium 2

Pd Palladium <1 Al Aluminium <1 B Boron <1

Ir Iridium <1 Sb Antimony <1 Cd Cadmium <1

Au Gold <1 Sn Tin <1 Co Cobalt <1

Ag Silver <5 Ti Titanium <1 Sr Strontium <1
Cu Copper 4 Zr Zirconium <1 Ba Barium 3

K Potassium 120

Total Impurities 500 PPM

Elements not detected at stated detection Limits

PPM


